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TEST REPORT 
 

 
REPORT  REF: TR4094/245987 SAMPLE RECEIVED: 04 July 2019 
  REPORT ISSUED:     19 March 2020 
 
SAMPLE DESCRIPTION: Deca 

Black 
1 

ORDER NO: 83A04516 

  

APPLICANT: Camira Fabrics Ltd, Meltham Mills, Meltham, West Yorkshire, HD9 4AY, United 
Kingdom 

 Greta Ziaugraite 
 
REPORT SUMMARY: 
 

TEST METHOD PASS FAIL 
Phthalates - Full Suite* Documented In-House Procedure $ X   

* Not UKAS Accredited $ this parameter tested at BV CPS Turkey (TURKAK) accredited tests 
 
 
CONCLUSION: The sample complies with the above. 
 
Re-write of Report 231872. Change of description from PU DMF Free Cotting to Deca.  
 
 

 

Brian Donnelly - Section Head Analytical 
Authorised Signatory 
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TEST REPORT:  TR 4094/245987 

 
SAMPLE IMAGE: 
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TEST REPORT:  TR 4094/245987 

 
TEST RESULTS: 
As listed on previous page 

Test 
Performed: Phthalates  
    
Test Method:   
Extraction with organic solvents. Analysis was performed by Gas Chromatography 
Mass Spectrometry (GC-MS) / Liquid Chromatograph Mass Spectrometer (LC-MS). 

    
Component List:   

SAMPLE 
No 

Component No Sample Description 

A 1 Black Coated Textile Fabric  
    
Test 
Results:    
Maximum 

Limit Sum of Phthalates – 0.1 % (1000 mg/kg) 

    
   Result 
Tested Item(s) CAS No. 1 
Di-iso-butyl phthalate (DIBP) 84-69-5 <50 
Di-iso-nonyl phthalate (DINP)  28553-12-0 72 
Di-(2-ethyl-hexyl) phthalate (DEHP)  117-81-7 <50 
Di-n-octyl phthalate (DNOP)  117-84-0 <50 
Di-iso-decyl phthalate (DIDP)  26761-40-0 837 
Butyl-benzyl phthalate (BBP)  85-68-7 <50 
Di-butyl phthalate (DBP)  84-74-2 <50 
Di-(C6-C8 alkyl) phthalate branched (DIHP)  71888-89-6 <50 
Bis-(2-methoxyl-ethyl) phthalate (BMEP)  117-82-8 <50 
Di-pentyl phthalate (DPP)  131-18-0 <50 
Dicyclohexyl phthalate (DCHP)  84-61-7 <50 
Sum of phthalates - 909 

    
Conclusion: PASS  
    
Note:     
ND = Not detected   
Unit: mg/kg (milligram per kilogram)   
* = Exceeds the limit   
# = Exceeds the relevant requirement of 2 / 3-composite mix   
    
Detection Limit : 50 mg/kg   
    
Tests performed at BV CPS Turkey (TURKAK Accredited Tests)  

    
 
  
 


